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Jiangsu Rongda Material Corrosion Inspection Co., Ltd.

No.: 2025-M-07311628538

LEHimeEREFRAT

Shanghai Hangbo Alloy Group Co.,Ltd

T HEEXRIER 388 5 A i 201~203

Room 201-203, Building A, No. 388, Songhuang Road, Qingpu District, Shanghai
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Sample Name: AISI321
THtw's:

Entrustment No.: 25071628538
P :

Material: AISI321
FE it oA -

Specification: ®540%*30
WAS

Heat&Batch No.: FG24R151
HoAth: :

Others:

A2 B B RGN, AR A LIS

The above information is provided and confirmed by the customer and the lab is not responsible

2\

for its authenticity. ;
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Sample Received Date: 2025-07-31 A
A B

o 2025-07-31 to 2025-08-04 ﬁgﬂ
Test Period: M
BT WIS N
Test Project: Composition Analysis
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Test Method: Refer to next page(s)
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Test Result(s): Refer to next page(s)

Hi%: ﬁ Tf,j,—_: BR: 1 %
Auditor: o Certifier:
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Add: No. 151 Chunhui Road, Xishan Development District, Wuxi, Jiangsu, China
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Add: No. 105 Chunhui Road, Xishan District, Wuxi, Jiangsu, China
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Jiangsu Rongda Material Corrosion Inspection Co., Ltd.

No.: 2025-M-07311628538
Dol
Composition Analysis
MTri%: GB/T 11170-2008  AME Zooa S EMNGE KIEBARE TRGDERE CEMIIE
Test Method: GB/T 11170-2008 Stainless steel — Determination of multi-element contents — Spark discharge
atomic emission spectrometric method (Routine method)
Rl B G AEEIEIE OE750 (HX47)
Test Equipment:OE750 (HX47)
DAL R -

Test Result:
B
Sample No.
JLR
Element
4R %
Result, %
GB/T 20878-2024
5 S32168
K%

The requirement of
GB/T 20878-2024
grade S32168, %
JLR
Element
4R %
Result, %
GB/T 20878-2024
5 S32168
K%

The requirement of
GB/T 20878-2024
grade S32168, %

g5k i)

1628538

B5(C) i (Si) i (Mn) 1 (P) Bii(S)

0.03 0.40 1.21 0.028 0.010

)

=
=

<0.08 <1.00 <2.00 <0.045 <0.030

) =

=
P

(

5 (Cr) HR(Ni) B (Ti) 2k (Fe)

17.26 9.10 0.19 A& Remainder

17.00-19.00 9.00-12.00 5C-0.70 /

Conclusion Pass
HyE: A EERPITR S EHIE A E.

Note:  The assessment only for the element content data in the above table.
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**#*End of Report®**
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Statement

1

The report without the special seal for inspection and testing and the signature of the certifier is invalid, and the
report is invalid if altered.

2. AU RTINS L G5 R B R R A AR

The test data and results are valid only for the delivered samples.

3. ARSEES EN R AR A R Tt . RE ARG = B E A AR .

Our laboratory is responsible for this test result. No one shall partial replica this report if they do not hold the
written consent of our laboratory.

4. LEBFOANERRBIRE S TR #e. AR E SIS

The report without qualification confirmation mark only be used as scientific research, teaching, internal quality
control.

5. A PLSC A e, RIS A R UG T TR Z HR - T H N

The Chinese version of the report shall prevail. If there is any objection to this report, please inform in 15 days

since the day the company has received the report.
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